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Reference sample Test sample Reference sample

Before Test- B After Test- B

Test sample

Equipment Information:

) I Next Calibration
Equipment Model Equipment No. Calibration date it
=}
) Spectralight
Standard Light Box ac SUZMR-094 2022-12-14 2023-12-13
QUV Accelerated
: QUV/spray SUZMR-147 2022-12-23 2023-12-16
Weathering Tester

Appendix information:

In the territory of the People's Republic of China, the test report without CMA logo expresses the test
report shall only be used for client scientific research, teaching, intemal quality control, product
research and development, etc., and just for client intemal reference.
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